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DONG GUAN UGET PLASTICS CO.,LTD .

TANKENG 3RD IND ZONE HENGLI TOWN DONGGUAN CITY CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : TPU  RESIN .

SGS Job No. : CP20-035644 - SZ .

Model No. :. TPU  RESIN.

Main Substance : . Please see remark .

Date of Sample Received : . 14 Jul 2020.

Testing Period : . 14 Jul 2020 - 20 Jul 2020 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Jessie Li.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN20-117552.001 Colorless transparent plastic grains .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Halogen.

Test Method : . With reference to EN 14582:2016, analysis was performed by IC. .

Test Item(s). Unit. MDL. 001.

Fluorine (F). mg/kg. 50 ND

Chlorine (Cl). mg/kg. 50 ND

Bromine (Br). mg/kg. 50 ND

Iodine (I). mg/kg. 50 ND
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Remark

A-80A  A-82A(QD8)  A-83A   A-85A(QD8)  A-90A  A-92A(QD8)  A-95A(QD8)  A-98A(QD8)  A-55D(QD8)  

A-60D(QD8)  A-64D(QD8)  A-71D  A-72D(QD8)      

AB-(4)85A(T)(U)  AB-(4)92A(T)(U)  AB-(4)95A(T)(U)  AB-(4)98A(T)(U)

AS-(4)85A(T)(U)  AS-(4)92A(T)(U)  AS-(4)95A(T)(U)  AS-(4)98A(T)(U)                                                                                                                                                                                             

B75AY  B80AY  B82AY  B85AY  B90AY  B95AY  B98AY  B60DY  B64DY  B71DY      

C(0)-80A(H)(U) C(0)-85A(H)(U) C(0)-90A(H)(U) C(0)-95A(H)(U) C(0)-98A(H)(U) C(0)-60D(H)(U) 

C(0)-64D(H)(U)    C(0)-71D(H)(U)    

E-(2)75A  E-(2)(4)80A  E-(2)(4)85A  E-(2)(4)90A  E-(2)(4)95A  E-(2)(4)98A  E-(2)(4)60D  E-(2)(4)64D

EW-80A(P)(F)  EW-85A(P)(F)  EW-90A(P)(F)  EW-95A(P)(F)  EW-98A (P)(F) 

V-80A(P)(SR)  V-85A(P)(SR)  V-90A(P)(SR)  V-95A(P)(SR)  V-60D(P)(SR)  V-64D(P)(SR) V-72D(P)(SR)

G-180A  G-185A  G-190A  G-160D  G-164D  G-171D  G-174D

G-80A(U)  G-85A(U)(X)  G-92A(U)(X)  G-95A(U)(X)  G-98A(U)(X)  G-60D(U)(X)  G-64D(U)(X)  G-71D(U)

I-60A(U)  I-65A(U)  I(S)-70A(U)  I(S)-75A(U)  I(S)-80A(U)  I-85A(U)  I-90A(U)  I-95A(U)  

T-1285A(U)(X)  T-1290A(U)(X)  T-1292A(U)(X)  T-1295A(U)(X)  T-1298A(U)(X)  

T-280A(U)(S)  T-285A(U)(S)  T-290A(U)(S)  T-295A(U)(S)  T-298A(U)(S)  T-260D(U)(S)  T-264D(U)(S)

T-480A(U)(S) T(D)-485A(U)(S)(X) T(D)-490A(U)(S)(X) T(D)-495A(U)(S)(X) T(D)-498A(U)(S)(X)  

T-460D(U)(S)(X)  T-464D(U)(S)  T-471D(U)(S)

T-680A(U)(S)  T-685A(U)(S)(X)  T-690A(U)(S)(X)  T-695A(U)(S)(X)  T-698A(U)(S)(X)  T-660D(U)(S)(X)  

T-664D(U)(S)  T-671D(U)(S)  T-895A(U)(S)

P-75A(U)  P-80A(U)  P-85A(U)  P-90A(U)  P-92A(U)  P-95A(U)  P-98A(U)  P-60D(U)  P-64D(U) P-71D(U)
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ATTACHMENTS 

Halogen Testing Flow Chart 
 

 

Sample cutting / preparation 

Sample Measurement  

Combustion in a closed system containing oxygen 

Filtration 

Analyzed by ion chromatography. Double confirm by other 
instruments, if necessary  

DATA 

Dissolved in an absorption solution  
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Sample photo: .

CANEC2011755201

CAN20-117552.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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